
Coring Concrete 
Thickness (inch)

Planned 
Concrete
Thickness (inch)

1 Rock Chalk Drive 10.25 10
2 Rock Chalk Drive 11 10
3 Rock Chalk Drive 10 10
4 Rock Chalk Drive 11 1/2 10

5 George Williams Way 9.75 10
5a George Williams Way 9 10
6 George Williams Way 9.25 10
6a George Williams Way 9.125 10
7 George Williams Way 9.125 10
7a George Williams Way 9.375 10
8 George Williams Way 9.25 10

9 Rock Chalk Parkway 7.875 8
10 Rock Chalk Parkway 8.375 8

11 Rock Chalk Lane 8.25 8
12 Rock Chalk Lane 8.5 8

13 West Lot 7 7

14 Bus Lane in Northwest Lo 7 7

15 Fire/Access 7.25 5

16 Fire/Access 7.625 7

17 Northwest Lot 5.125 5

18 North Lot 6.25 5

19 South Lot 6.625 5
20 South Lot 5.875 5
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